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0304.E45.0400 45 ELBOW 4' PVC 4346E GREY DIMENSIONS/TOLERANCES ASTM D2122 SCITEQ GAUGE OUTER DIMENSION PASS

INNER DIMENSION PASS

WALL THICKNESS PASS

FLAMMIBILITY UL 94: V0 YASUDA 252 BURNING STOPS WITHIN 10 SECONDS ON VERTICAL SPECIMEN PASS

DRIPS ALLOWED AS LONG AS NOT INFLAMED PASS

IMPACT ASTM D2444 SCITEQ B50 MINIMUM 9 NON FAILURES OUT OF 10 SPECIMENS PASS

MARKINGS ASTM D2467 RETINA TEST MANUFACTURER MARKING VISIBLE PASS

COLOUR CONFORMITY PASS

NO CRACKS, DISTORTIONS PASS

PRESSURE ASTM D1599 SCITEQ ECO LINE BURST PRESSURE FOR 60-70 SECONDS PASS

TENSILE ASTM D638 SCITEQ SXW MINIMUM TENSILE PROPERTY FOR PVC 1120 PASS

VICAT ASTM D1525 QUALITEST HV3000 D3 MINIMUM ESTABLISHED VICAT POINT 174.2F PASS

PASS

CONCLUSION(S)
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